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XXIX. Effects o f steaming process on some properties o f eucalyptus particleboard bonded with UF and  MUF adhesivesColak S., Colakoglu G., Aydin I., Kalaycioglu H.BUILDING AND ENVIRONMENT, cilt.42, sa.1, ss.304-309, 2007 (SCI-Expanded)XXX. Evaluation of some of the properties o f particleboard as function of manufacturing parameters   Nemli G., Aydin I., Zekovic E.MATERIALS & DESIGN, cilt.28, sa.4, ss.1169-1176, 2007 (SCI-Expanded)XXXI. Surface characteristics o f spruce veneers and shear strength of plywood as a function of log   temperature in peeling process Aydin I., Colakoglu G., Hiziroglu S.INTERNATIONAL JOURNAL OF SOLIDS AND STRUCTURES, cilt.43, sa.20, ss.6140-6147, 2006 (SCI-Expanded)XXXII. Effects o f moisture content on formaldehyde emission and mechanical properties o f plywood  Aydin I., Colakoglu G., Colak S., Demirkir C.BUILDING AND ENVIRONMENT, cilt.41, sa.10, ss.1311-1316, 2006 (SCI-Expanded)XXXIII. Technological and economic comparison of the usage of beech and alder wood in plywood and laminated veneer lumber manufacturing Toksoy D., Colakoglu G., Aydın İ., Colak S., Demirkir C.BUILDING AND ENVIRONMENT, cilt.41, sa.7, ss.872-876, 2006 (SCI-Expanded)XXXIV. Effects o f surface inactivation, high temperature drying and preservative treatment on surface  roughness and colour of alder and beech woodAydin I., Colakoglu G.APPLIED SURFACE SCIENCE, cilt.252, sa.2, ss.430-440, 2005 (SCI-Expanded)XXXV. Some of the parameters influencing surface roughness of particleboard  Nemli G., Ozturk I., Aydin İ.BUILDING AND ENVIRONMENT, cilt.40, sa.10, ss.1337-1340, 2005 (SCI-Expanded)XXXVI. Surface roughness and color characteristics o f wood treated with preservatives after  accelerated  weathering testTemiz A., Yildiz U., Aydin İ., Eikenes M., Alfredsen G., Colakoglu G.APPLIED SURFACE SCIENCE, cilt.250, ss.35-42, 2005 (SCI-Expanded)XXXVII. Formaldehyde emission, surface roughness, and some properties o f plywood as function of veneer  drying temperatureAydin I., Colakoglu G.DRYING TECHNOLOGY, cilt.23, sa.5, ss.1107-1117, 2005 (SCI-Expanded)XXXVIII. Laminat Malzemelerde Dizayn SeçenekleriNEMLİ G., AYDIN İ., Öztürk İ.Artvin Çoruh Üniversitesi Orman Fakültesi Dergisi, cilt.1, sa.2, ss.96-101, 2004 (SCI-Expanded)XXXIX. Activation of wood surfaces for glue bonds by mechanical pre-treatment and its effects on some  properties o f veneer surfaces and plywood panels Aydin I.APPLIED SURFACE SCIENCE, cilt.233, ss.268-274, 2004 (SCI-Expanded)XL. A comparative study on some physical and mechanical properties o f Laminated Veneer Lumber (LVL) produced from Beech (Fagus orientalis L ipsky) and Eucalyptus (Eucalyptus camaldulensis Dehn.)  veneers Aydin I., Colak S., Colakoglu G., Salih E.HOLZ ALS ROH-UND WERKSTOFF, cilt.62, sa.3, ss.218-220, 2004 (SCI-Expanded)XLI. Some Technological Properties o f Laminated Veneer Lumber Manufactured from Pine   Pinussylvestris L    Veneers with Melamine Added  UF ResinsÇOLAK S., AYDIN İ., ÇOLAKOĞLU G., DEMİRKIR C.Turkish Journal Of Agriculture And Forestry, cilt.28, sa.2, ss.109-113, 2004 (SCI-Expanded)XLII. Effect o f boric acid treatment on mechanical properties o f laminated beech veneer lumber    Colakoglu G., Colak S., Aydın İ., Yildiz U., Yildiz S.



SILVA FENNICA, cilt.37, sa.4, ss.505-510, 2003 (SCI-Expanded)XLIII. Yalancı Akasya Odunundan Üretilen Yonga Levhalarda Tomruk Depolama Süresi ve Kabuk OranınınFormaldehit Emisyonuna EtkisiNEMLİ G., ÇOLAKOĞLU G., ÇOLAK S., AYDIN İ.İstanbul Üniversitesi Orman Fakültesi Dergisi, cilt.52, sa.2, ss.73-83, 2002 (SCI-Expanded)XLIV. The effects o f waiting time of alder (Alnus glutinosa subsp barbata) veneers before drying on shear and bending strength of plywoodColakoglu G., Aydin I., Colak S.HOLZ ALS ROH-UND WERKSTOFF, cilt.60, sa.2, ss.127-129, 2002 (SCI-Expanded)
Diğer Dergilerde Yayınlanan MakalelerI. YANGIN GECİKTİRİCİ KİMYASALLARLA EMPRENYE EDİLMİŞ KONTRPLAKLARIN FORMALDEHİTEMİSYONLARININ YAPAY SİNİR AĞLARI İLE TAHMİNİDemir A., Aydın İ.Turkish journal of forest science (Online), cilt.5, sa.2, ss.352-365, 2021 (Hakemli Dergi)II. Yangın Geciktirici Kimyasallarla Emprenye Edilmiş Kontrplakların En İyi Yalıtım Özellikleri için Optimum Çözelti Konsantrasyonunun Yapay Sinir  Ağları ile Belirlenmesi  Demir A., Aydın İ.Artvin Çoruh Üniversitesi Orman Fakültesi Dergisi, cilt.22, sa.2, ss.161-169, 2021 (Hakemli Dergi)III. Modelling the Thermal Conductivity o f Veneer Sheets with Different Moisture Content Using Artificial Neural NetworkDemir A., Aydın İ.Pro Ligno, cilt.17, sa.2, ss.3-12, 2021 (Hakemli Dergi)IV. Prediction of Retention Level and Mechanical Strength of Plywood Treated with Fire RetardantChemicals by Artificial Neural NetworksÖzşahin Ş., Demir A., Aydın İ.JOURNAL OF ANATOLIAN ENVIRONMENTAL AND ANIMAL SCIENCES, cilt.5, sa.5, ss.785-792, 2020 (Hakemli Dergi)V. The effects o f wood species, nail size, grain direction and layer numbers on lateral nail strength of   structural plywood panelsDemir A., Demirkır C., Aydın İ.Sigma Journal of Engineering and Natural Sciences, cilt.11, sa.2, ss.141-148, 2020 (ESCI)VI. Effects o f sanding and various surface smoothing processes on surface roughness and varnish adhesion of beech, oak and pine massive parquetsAydın İ., Demir A., Özdemir T.Sigma Journal of Engineering and Natural Sciences, cilt.11, sa.2, ss.119-125, 2020 (ESCI)VII. EFFECTS OF SANDING AND VARIOUS SURFACE SMOOTHINGPROCESSES ON SURFACE ROUGHNESSAND VARNISH ADHESION OF BEECH, OAK AND PINE MASSIVE PARQUETSAYDIN İ., DEMİR A., ÖZDEMİR T.SIGMA JOURNAL OF ENGINEERING AND NATURAL SCIENCES, cilt.11, sa.2, ss.119-125, 2020 (ESCI)VIII. Optimization of Veneer Drying Temperature for the Best Mechanical Properties o f Plywood via  Artificial Neural NetworkÖZŞAHİN Ş., DEMİR A., AYDIN İ.JOURNAL OF ANATOLIAN ENVIRONMENTAL AND ANIMAL SCIENCES, cilt.4, sa.4, ss.589-597, 2019 (Hakemli Dergi)IX. Determination of the Optimum Feed Rate and Spindle Speed Depending on the Surface Roughness of Some Wood Species Processed with CNC MachineÇAKIROĞLU E. O., DEMİR A., AYDIN İ.JOURNAL OF ANATOLIAN ENVIRONMENTAL AND ANIMAL SCIENCES, cilt.4, sa.4, ss.598-601, 2019 (Hakemli Dergi)X. Effect o f Plantation Spacings on Some Technological Properties o f Alder (Alnus glutinosa subsp.  barbata (C.A. Mey.)  Yalt.)  Plywood 
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